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Summary

This study:

» Developed a new technique to predict where failure in reverse-biased CIGS cells will occur
* Provided statistics in regard to where failure will occur

* Found that failure occurs in lower layers of CIGS

SEM and FIB images originating in a permanently damaged
wormtrail and moving into the non-damaged region.
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